
CERTIFICATE OFANALYSIS
Product Item: Slack Paraffin Wax 58/60

Test Items Standard Test Result Test Method

Melting point 58~＜60 58.8 GB/T 2539
Oil Content %(m/m)
≤ 2.00 1.11 GB/T 3554
Color saybolt
≥ -5 18 GB/T 3555
Odor #

≤ 3 2 SH/T 0414

Water Soluble Acid And Alkali null null View

Conclusion Qualified


